
Regal White Snow White Almond Sandstone Surrey Beige

Brownstone Buckskin Mansard Brown Ash Gray Tundra

Slate Gray Charcoal Gray Medium Bronze Aged Bronze Dark Bronze

Matte Black Terra Cotta Regal Red Colonial Red Brandywine

Patina Green Hemlock Green Teal Green Forest Green Evergreen

Hartford Green Roman Blue Regal Blue Silver Pre-Weathered Galvalume

Champagne Copper Metallic Galvalume

A  Sherwin-Williams ®  70 % PV DF Coating

A Sherwin-Williams ®  70% PVDF  Coating



Gauge
24g

Aged Bronze ◘ Galvalume 437R1305 0.29 28
Almond • Galvalume 433B173 0.55 64
Ash Gray • Galvalume 432B161 0.32 32
Brandywine ◘ Galvalume 434R808 0.27 27
Brownstone • Galvalume 433AA735 0.38 40
Buckskin ◘ Galvalume 437R1141 0.35 37
Charcoal • Galvalume 432R1065 0.32 33
Colonial Red • Galvalume 434R356 0.33 34
Dark Bronze • Galvalume 437R994 0.26 24
Evergreen • Galvalume 435RZ263 0.26 25
Forest Green ◘ Galvalume 435R1227 0.28 27
Hartford Green ◘ Galvalume 435RZ1302 0.28 27
Hemlock Green ◘ Galvalume 435R1303 0.33 34
Mansard Brown • Galvalume 437R645 0.29 28
Matte Black • Galvalume 438R462 0.26 25
Medium Bronze • Galvalume 437R993 0.30 30
Patina Green ◘ Galvalume 435R250 0.40 43
Regal Blue ◘ Galvalume 436RZ1100 0.26 24
Regal Red ◘ Galvalume 434A986 0.44 48
Regal White • Galvalume 551A004 0.70 85
Roman Blue ◘ Galvalume 436R1094 0.28 27
Sandstone • Galvalume 433B315 0.47 53
Slate Gray • Galvalume 432AA778 0.18 15
Snow White • Galvalume 431AA641 0.63 75
Surrey Beige • Galvalume 433B365 0.35 38
Teal Green ◘ Galvalume 435R1031 0.30 30
Terra Cotta • Galvalume 434R1160 0.43 48
Tundra ◘ Galvalume 432AA776 0.34 35

Champagne Metallic ◘ Galvalume 439Z960M 0.37 37
Copper Metallic ◘ Galvalume 439ZZ593M 0.45 50
Galvalume - AZ55 • Galvalume Acrylic 0.69 63
Pre-Weathered Galvalume • Galvalume 439RZ6165M 0.37 37
Silver Metallic ◘ Galvalume 439ZZ035M 0.52 57
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